Operating Guidelines

Alurninum 6061 T-6, FOTS T-6, 2024 - 1500-8000 003-008 (1|32 Yes
Cast Iron Cray 150-250 e J003- 008 3|1 2 No
Haodular 300500
Low Carbon 1018-8520 100-250 400-1000 003008
Carbon F-6180,
__“w 250-400 350500 003- MOG
3 114 2 4 No
Steel Alloyed Sheel 4140, 50300
;a.,mm : 300-700 003007
Toal Sleel A6 :
D-1,D-2, P-20 Up to 300
300 Series, 316 - 300-T00 May niod be
Stainkess 3. . regures st
Sieel 400 Series 15-5 PH, 17-4 PH - 400-300 003- DOS 21311 4 high speeds
13-8 PH - 200-400 Yes
T | S oo vy - TS0 | 003008 2| |13 Ves
Titansum BAL-4 . 100.150 003..006 2 11 es
“Preferred for higher SFM.
Manwman“mmmmwmmmwmnmm
place. Oparating paramaters are infleenced by many machining vanables. Thase vanables may cause for reductions in fesds and spead or

dramatic increases. Addilionally, DOC and VWOC may nesd 1o be revised 1o oplimze the loois performance.



